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A New Frontier
For Surface Coatings

By Dr. DANIEL SWERN
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An uninterrupted program of fundamental research is a prime
prerequisite for an industry to survive and grow vigorously. The
surface coatings industry is one of the largest consumers of fats and
fat products, yet many of the operations are more of an art than a
science. The major advances in this field, however, have been direct
outgrowths of fundamental investigations. ‘

Some of the important basic investigations conducted by the au-
thor and his colleagues over the past twenty years are described, es-
pecially those which appear to be important for the surface coat-
ings industry. Major subjects described are epoxidation, the prep-
aration of vinyl monomers from fats, the direct preparation of
aliphatic and aromatic peroxy acids, several carbonium jon ad-

dition

reactions including amidation, carboxylation, and hydroxyla-

tion, autoxidation, the preparation of various phosphorous and

sulfur

compounds from long-chain fatty acids, and a summary of

Pplasticizer investigations.

The

original justifications for undertaking these various programs

will be described followed by the unusual and unexpected dividends

which

derived from these studies. As will be seen, in most cases the

unusual dividends far outstrifgged the initial objectives. The moral

behind all of these studies is

at fundamental research goes, in the

direction in which it wants to go and cannot and should not be
directed and confined.

In November 1963 Dr. Swern became associated with Temple University, Philadelphia, Pa., as
Professor of Chemistry.

* A laboratory
search Service, U.

of the Eastern Utilization Research and Development Division, Agricultural Re-
S. Department of Agriculture, Philadelphia, Pa. 19118.



Introductory Remarks

My selection as the 15th Joseph J. Mattiello Memorial Lecturer was
a most pleasant surprise. I feel deeply honored and consider it a high
privilege to join the distinguished company of the previous Lecturers. I
accept this honor as a tribute to the Eastern Regional Research Labora-
tory, to a long line of brilliant and dedicated co-workers, and, in par-
ticular, to three individuals who have been wise and faithful counselors
for the past 25 years. First and foremost, I express my deep appreciation
to Dr. John T. Scanlan, now retired, who was my first supervisor in the
. United States Depart_ment of Agriculture, and with whom I worked
closely for many years. More than any other single individual, it was he
who taught and guided me during my earliest professiogal and formative
years and put me on the road labeled “Fundamental Research.” Next, I
wish to express my great indebtedness to my present colleague, Dr.
Waldo C. Ault, with whom I have been associated for over 20 years and
who has provided me with complete freedom of opportunity to explore
areas of interest to me and to my colleagues without interference and
always with considerable encouragement, cooperation, and assistance.
And, finally, I wish to express my gratitude to Dr. P. A. Wells, the
Director of the Eastern Regional Research Laboratory during the entire
period of my association there, who has set the tone and established
a research attitude which demands the best from everyone and without
which the contributions of our group could never have been made. As
for my numerous co-workers through this period, this pdper is dedi-
cated to them, and their names will be mentioned as I review some of
the significant and more important contributions of our group in the
. surface coatings and allied fields.

I met Dr. Joseph Mattiello several times during the middle 1940’s but
never had the opportunity to become intimately acquainted with him.
I feel, however, that my knowledge of him will be an enduring one as I
have frequently consulted his early magnificent and encyclopedic series,
“Protective and Decorative Coatings.” I have had occasion recently to
reread some of his writings and speeches and I know that the subject
of the present paper, Fundamental Research, is one that was extremely
dear to him. He was fully cognizant of the importance of and the need
for an ever-continuing fundamental research program to keep an in-
dustry alive and vibrant.

Until relatively recently, research in the surface coatings field was
almost entirely empirical. It has only been within the past several decades
that a concerted effort to apply scientific principles to the preparation
and use of surface coatings materials has become truly significant and has
begun to make real impact. In view of this change in emphasis with the

‘continuing growth of the surface coatings industry, it is of interest, I
think, to describe to you some of the philosophy and thinking behind
the research programs that we have undertaken over the past 25 years.
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In paxticular, I should like to try to show how seme of the products we
have;Hrepared and, in particular, how some of! the processes we have
studiéd play a significant role in the surface coatings industry, and, I
hopeg,will play an even greater role in the future:

The only way an industry can survive and grow vigorously is to main-
taiman uninterrupted program of fundamental: research:. To some, the
wosdifundamental is sometimes defined as “more: fun tham mental,” but
thigsis a remark of derogation which indicates: a. lack of knowledge of

* thesword itself. I will not attempt to define “fundamental research” in
anyyrigorous way but to me as an organic chemist, fundamental research
means primarily the acquisition of knewledge: about the chemical proc-
essesswith which one is dealing. In the course of mest of our imvestiga-
tions; we have focused our attention largely om the processes but: products
are: the: obvious results of chemical precesses and it is products which
mos¢ peeple find of greatest interest. Therefore, I shall describe both the
progesses and the products we have studied,. but you will appredate that
mosdt off the time we have been; concerned with the processes or mecha-
nisms: oy which thie products are obtaimed.

Miuch of the:-wark we have: condueted can best be described as ex-
plerateory research. In this sense, my colleagues and I are explorers. Oc-
casiomally we are polar explorers (I do met mean that we wander up to
the: North Pole): and at other times we axe radical explorers. In the for-
mer case, we focus our attention primarily on ionic reactions; in the lat-
ter case, on free radical reactions. Instead of describing our work in
chronological order, iit is convenient to discuss ionig reactions first fol-
lowed by free radical ones.

The approach taken in this paper is to tell yow why we undertook a
particular investigation and what came out of it. I intend to emphasize
the unexpected; dividends or serendjpitous results we obtained, as well as
some of the byways we explored and digressions we took acgording to
the demands. of the research.

Epoxidation

In the late 1930’s when we first became interested in the subject,
methods for the preparation of epoxides and 1,2-glyeels were relatively
few in mumber, and these were strictly academic procedures. It had been
known since 1909 that unsaturated compounds ceuld be converted to
epoxides by oxidation with peroxybenzoic acid:’-*

Inert >C——C< +
>e=C< +¢ - €OH e N’ Z  »- com

In the next several decades one or two other peroxy acids were also-shown



to be useful, notably monoperoxyphthalic acid. The preparations of these
peroxy acids was inconvenient, often irreproducible and most work was
limited to small scale efforts. It was necessary, therefore, to look for
peroxy acids more readily prepared, handled, and stored.

In the early 1940’s, Thomas W. Findley undertook a systematic in-
vestigation of better methods for the high yield preparation of
epoxides,3* which was part of a broader and longer range investigation of
methods for the preparation and properties of organic peroxy acids. As
will be discussed later, approximately 10 years elapsed before we returned
to peroxy, acid synthesis. -

The first peroxy acid investigated was peroxyacetic acid which could
be easily prepared in solution at room temperature from 30-98% hydro-
gen peroxide and acetic acid by the equilibrium reaction, shown below:

CH,CO.H +H,0, £ CH,;CO;H 4 H.0

To speed up attainment of equilibrium, a strong acid catalyst, such as
sulfuric acid, was usually employed at about a 1% level, based on total
reactants. Use of such a peroxyacetic acid solution to prepare epoxides
had consistently resulted in failure owing to the sulfuric acid-catalyzed
opening of the epoxide ring by the excess acetic acid, as shown in the
equations below:

‘ Acetic >C—C< |
>C=C< 4 CH,CO,H Agd Yo | + cmco
Solution (Not isolablc)
>C———CL H C c
———CL
N |+ o =

OH O—-C—CH,
d

We were aware that peroxyacetic acid, free of acetic acid, could be
used to epoxidize unsaturated compounds but, in the few cases reported,
vields were poor.5: & 7 Furthermore, the preparation of concentrated per-
oxyacetic acid, free of acetic acid, was an extremely dangerous operation.
It occurred to us to study the kinetics of epoxidation of a wide variety of
unsaturated compounds with the object of determining the rate at which
the peroxyacetic acid was being used up. In most published reports, the
peroxyacetic acid oxidations were conducted for several days, weeks, and
even months sometimes at high temperatures, conditions conducive to
the destruction of epoxides.

The idea of doing a kinetic study was rather simple to express but
not so simple to carry out as we felt it necessary to work with compounds
of high purity. In the early 1940’s, gas-liquid chromatography and other
simple diagnostic techniques for purity were not available and characteri-
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zation of starting materials was not so simple. We laboriously prepared
several pure unsaturated compounds and studied their kinetics of
epoxidation with peroxyacetic acid in acetic acid. We also did a thorough
literature survey and discovered that there was some earlier kinetic work
on the reaction of peroxyacetic acid with olefins. This not only gave us
certain values for comparison but also limited the amount of work we
had to do.

To our pleasant surprise, we discovered ‘that with many unsaturated
compounds the consumption of peroxyacetic acid was complete within
a few minutes, and in only special cases were hours required. The pri-
mary oxidation -products were indeed the epoxides and conversion of
olefin was essentially complete. Although this study started out as a
kinetic and analytical one, we quickly recognized its practical import
and were able to scale up the reactions, utilizing the kinetic and analyti-
cal data already obtained to make epoxides from olefins of widely varied
structures.

At least three major dividends came out of the fundamental work
on epoxidation. First and foremost, was the first preparation of epoxidized
oils and esters of good quahtﬁy8 which encouraged industrial workers to
study the large scale preparation of these materials. Admittedly, at the
outset of this fundamental study we were not aware of the vast com-
mercial possibilities which existed but it was: soon apparent that the
ability to introduce the highly reactive epoxide gréup into numerous
molecules at low cost was very important. One of the first classes of
compounds we epoxidized preparatively with the object of making some-
thing useful were certain natural triglycerides such as soybean oil, castor
oil, and many other oils of importance in the surface coatings and other
industries. All of you know, I am sure, that epoxidized oils and esters,
especially epoxidized soybean oil, now play an important role in the
plasticizer-stabilizer field. Virtually all formulations of polyvinyl chloride
and its copolymers contain epoxidized esters at the 1-5% level to:im-
prove the heat and light stability of the composxtlon Although accurate
ﬁgures are not available for the consumption of epoxidized oils and es--
ters, it is conservatively estimated that over 60 million pounds are used
per year. Epoxidized soybean oil is the most important but numerous
simpler epoxy esters are also available and they have the advantages of
better compatibility with polyvinyl chloride and of imparting excellent
low temperature characteristics to the plasticized sheet or film (in addi-
tion to the stablllzmg effect). More details on the properties of polyvinyl
chloride containing epoxidized esters are given at the end of this paper.

The second major dividend from the kinetic work was the develop-
ment of the epoxidation rules. These rules permit the selection of
correct reaction conditions for epoxidation of a wide variety of structural-
ly different olefins and for the partial selective epoxidation of di- and



_ Table 1—Relative Rates of Epoxidation
Of Variously Substituted Unsaturated Compounds

' Relative
Compound Formula Rate®
Ethylene CH,—=CH, 1
Monoalkylsubstituted Ethylenes
Propene CH,—CH=CH,
1-Octene CH,;— (CH,) sCH=CH,
Methyl 10-hendecenoate

CH,=CH— (CH,) s—C0.CH, 25

Dialkylsubstituted Ethylenes
2-Butene
2-Methyl-1-propene
Methyl oleate

CH,—CH—CH—CH,
CH,—C (CH,) =CH, _ 500
CH,— (CH,) ,CH=CH— (CH,) G0.CH,

Trialkylsubstituted Ethylenes

2-Methyl-2-butene CH,—C ({CH,) —CH-CH, 6000
Maleate Esters (RCO;) CH=CH:(CO.R) ~0
Vinyl Esters RCO.CH—CR. T <l
Allyl Esters RCO.CH,CH=CH, 5

{Estd))

(;1) Values are approximate and have been rounded off to give an order of magriitude<-only.
For :details see references (9) and (10). .

polyunsatufated materials in which the substituents close to or attached
to the double bond are different. As Table 1 shows, certain.substituent
groups speed-up epoxidation whereas others slow’ it down substantially.

The kinetic studies already described and summarized in Table 1
sparked another investigation which opened an iinteresting fieldof po-
tential use of long-chain compounds in polymers and may represent an
important future dividend of our fundamental studies. Since idouble
bonds with different substituent groups attached to them, or in close

proximity to them, can be epoxidized at different rates, it is a relatively
simple matter to do selective epoxidation by using sufficient epoxidizing
agent to take care of the more reactive double bond (or bonds) “leaving
the less reactive one (or ones) unaffected. For good selectivity, it is de-
sirable that the ratio of reaction rates‘for the respective epoxiﬂa’tions be

approximately 20:1 or higher.
Two interesting examples of 'the use of selective epoxidation.in pro-

viding an epoxide group in a predetermined ‘position in_the ymolecule
are the epoxidation of vinyl dleate and winylcyclohexene, as :follows:
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CH,~ (CH,) ~CH=CH—(cH,) :=CO.CH=CH, | cH,co,i
Vinyl oleate: 1 Peroxyacetic aeid
CH,—(CH,) —CH—CH- (CH.) :—C02CH:CH,. + CH,CO.H
\0/

Vinyl' epoxystearate

I ———CH=CH;. + CH,CO,H '; /,j./\l__—CH:CHg.
N U
Vinylcyclohexene 1 ,2’-Epoxf~4~\-'inylcycfo{mxa-u'c

to obtain viny] €poxystearate in excellent yield, as Leomard: Silbert and
William S. Port showed:in the early 1950’s; Vinyl epoxystearate is an in-

The third major dividend of the epoxidation work was: the- develop-
ment of general methods for the preparation of 1,2-glyeoly in high to
quantitative yields from- 4 wide variety offolefins.11, 12 Here: we capital-
ized on the previously unwanted side reaction of epoxide: ving opening
and turned it into a smooth,” high-yield reaction, In this chemical se.

SO arranged that the epoxide group is immediately opened’ as it js
formed by the aliphatic acid, now present:in large excesss:

>€=C< 4 H,0, + RCO.,H ——->[ > G<~;c< + Hio
o

(Excess)
Not isolated
SC——C” >C———Cc
[ A4 ]+ RCOMH —> du O,—C—R
<o
>C——C< Hydvolysis — >c———co + RCO;E
- “0—C~R (B:(ffdf ‘ OH OH!



To attempt to foretel] the future of epoxidized oils and esters is un-
doubtedly fruitless. Certain trends seem obvious, however., In particular,
a field which shows great promise is the use of epoxidized oils and esters
in polymers. Epoxy resins are now important polymers in the armamen-
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Vinyl Monomers From Fats

The preparation from fats of monomers which can yield relatively
high molecular ‘weight polymers and copolymers is a recent develop-
ment. Fat-derived polymers widely used in surface coatings in the past
-have been polyesters, Diels-Alder adducts, alkyds, and drying oil poly-
mers. The degree of polymerization in most instances is relatively low
and the products often have poor structural characteristics because the
backbone is relatively short. Fortunately, high strength was usually not
a prime requisite in supported films, and the other desirable properties
made the products satisfactory. I am pleased to note that the first
Mattiello Lecturer, Dr. Roy Kienle, did outstanding work some 30 years
ago on the relationship of functionality to properties of polyesters.

In the middle 1940’s we began an investigation of the preparation
of highly purified vinyl esters of long-chain fatty acid with the object of
ascertaining whether these compounds were, in fact, polymerizable and
whether they would yield high molecular weight polymers and copoly-
mers.

This work was sparked by the highly contradictory nature of the
literature. Some investigators had reported that vinyl esters of long-
chain fatty acids could not be polymerized or copolymerized, while
others said that the same compounds polymerized so rapidly and er-
ratically that the processes could not be controlled. It was our belief
that the most probable cause of the inconsistencies was the failure of the
earlier investigators to use rigorously pure monomers. Some of the early
preparations were clearly inhibited, while others had probably under-
gone so much oxidation that they were loaded with peroxides (initiators)
and polymerized violently to give low molecular weight, poor quality
polymers.

Our first investigations with E. F. Jordan, Jr. and H. B. Knight, con-
sisted in the preparation of highly purified fatty acids of various struc-
tural types followed by their conversion to polymerizable or potentially
polymerizable esters.19: 20. 21. 22 The vinyl esters, which turned out to be
the most interesting from the high polymers standpoint, were prepared
in a vinyl interchange reaction from vinyl acetate and carboxylic acids
with sulfuric acid and mercury salts as catalysts, as shown in the equa-
tion:

Hg++
RCO.H CH,CO.CH=CH,
+ ,so"’ RCO,CH=CH, 4 CH,CO.H

R:Cs—crv
Saturated or
unsaturated

Although vinyl esters of long-chain fatty acids are most convenient-
ly prepared in the laboratory by the interchange reaction, the commer-



cial procedure is to react fatty acids with acetylene in the presence of
the appropriate metallic salt catalyst. Yields are high, essentially quanti-

overcome, and either process can be and has been used successfully on a
commercial scale.

What were some of the dividends from the work on the preparation
of long-chain vinyl esters of high purity? The first, as W. S. Port and
E. F. Jordan, Jr. showed, was that pure vinyl esters of long-chain fatty
acids were perfectly normal monomers, readily polymerizable in bulk,
solution or emulsion and-they do yield high polymers reproducibly.23
Vinyl esters do not polymerize unusually slowly or unusually rapidly;
they are easy and safe to handle and store,

The second dividend was the observation that high purity vinyl
esters readily copolymerize under freeradical initiation with vinyl mon-
omers whose reactivity ratios are of the right order of magnitude. Table
2 shows some monomer reactivity ratio data on long-chain vinyl

- esters.24, 25

Since vinyl esters of long-chain fatty acids have monomer reactivity
ratios which are essentially identical with that of vinyl acetate (approxi-
mately 1), unjform copolymers can be readily obtained over the entire

acrylonitrile and vinylidene chloride, copolymerization is not readily ac-
complished, if at all.

Copolymers of vinyl chloride with long-chain vinyl esters have lower
milling temperatures than polyvinyl chloride itself and, since the plas-
ticizer is internally or chemically bound, the modifying characteristics
introduced into the copolymer are permanent. Where permanence of
modification of polyvinyl chloride -is an important requirement, long-

Table 2—Monomer Reactivity Ratios of Vinyl Esters
Of Long Chain Fatty Acids With Other Vinyl Monomers

M, 2 M2 rz
Vinyl laurate 0.7 Vinyl acetate 14
Vinyl palmitate 0.78 Vinyl acetate 115
Vinyl stearate 0.73 Vinyl acetate 0.90
Vinyl stearate-
Palmitate (70:30) 1.00 Vinyl acetate ‘ 0.97
Vinyl stearate 0.290 Vinyl chloride 0.745
Vinyl stearate 0,075 Vinylidene chloride 3.80
Vinyl stearate 0.03 Acrylonitrile 43

Vinyl stearate 0.01 Styrene 68




FUNDAMENTAL RESEARCH ON FATS

chain vinyl esters may play an important role in providing useful prod-
ucts.28 27 )

Copolymers of vinyl esters of long-chain fatty acids with vinyl ace-
tate, prepared in emulsion, yield useful water-resistant, flexible surface
coatings with good adhesion to wood and metal.?+ 28 Since no plasticizer
is required to obtain flexibility the properties of the original copolyrmer
film are more enduring. A detailed study of the numerous variables in-
volved in the preparation, pigmentation and evaluation of vinyl acetate-
vinyl stearate copolymer emulsions has been reported by a Technical
Committee of the C-D-I-C Paint and Varnish Production Club.282

A third dividend from the polymerization studies was the modifica-
tion of copolymers not only by using different ratios of long-chain vinyl
comonomer to vinyl chloride or vinyl acetate but also by using vinyl
esters with different alkyl chain lengths.2¢ For example, the solubility
characteristics of vinyl acetate-vinyl ester copolymers can be modified
most conveniently in these two ways. Although so far as we know, no
one has taken advantage of alkyl chain length variation in modifying the
solubility of surface coatings. by long-chain vinyl esters, there are some
intriguing possibilities in the preparation of lubricating oil additives.
In a recent publication,?® we reported the efficiency of vinyl acetate-vinyl
ester copolymers as lubricating oil ‘additives, and obtained interesting
and unusual viscosity index improving properties. In general the vis-
cosity index improving effect of a polymer or copolymer in a lubricating:
oil is enhanced as the solubility of the polymer decreases and its con-
centration increases.

Present research in our laboratory on long chain vinyl monomers is
concerned with a study of the preparation and copolymerization charac-
teristics of more reactive fatty monomers. This is a natural outgrowth of
the early work, and emphasis is on the preparation of long-chain acry-
lates, acrylamides and other monomers which have reactivity ratios al-
lowing copolymerization with vinylidene chloride, acrylates and meth-
acrylates, acrylonitrile and similar monomers.3® Papers describing the
preparation of some of these new monomers and polymers have been
published by W. S. Port, E. F. Jordan, Jr., and L. P. Witnauer, of our
laboratory. The copolymers have unusual combinations of flexibility
and controlled crystallinity.3!. 32

Organic Peroxy Acids

In the early 1950's we became interested in new and improved meth-
ods for the preparation of long-chain hydroperoxides in which the hy-
droperoxide group was near the center of a long aliphatic chain. W. E.
Parker took up this study and began to investigate the direct conversion
of methyl 12-hydroxystearate to methyl 12-hydroperoxystearate by reac-



tion with hydrogen peroxide in the presence of sulfuric acid. The re-
sults were failures until we realized that we were not obtaining effective
contact between the water-insoluble fatty ester and hydrogen peroxide.
~The obvious solution was to use suitable organic solvents, but this ap-
proach also failed. Since sulfuric acid is a catalyst for this reaction, we
decided to increase its quantity so that it would also_serve as solvent.

Our first experiment with larger quantities of sulfuric acid was a
success, and we obtained peroxide oxygen contents in the products
which were approximately those calculated for the anticipated hydro-
peroxide, but this did not prove that a hydroperoxide was formed. At
this point, the importance of instrumental techniques became obvious.

- We had available in our laboratory a polarograph which, as we shall
see later, is an excellent tool for determining the structure of certain
types of organic peroxides. Polarographic examination of the peroxide
obtained showed that it was clearly not a hydroperoxide but a peroxy
acid. The hydrogen peroxide had attacked the ester function rather than
the hydroxyl.

Once it was recognized that a peroxy acid had been obtained, the
technique appeared to be a good- one for the preparation of previously
unknown organic peroxy acids from a wide variety of other water-in-

~soluble fatty acids and esters by direct reaction with hydrogen peroxide

in’ sulfuric acid. The direct preparation of-organic peroxy acids from
carboxylic acids and hydrogen peroxide using acid catalysis had been,
_ for all practical purposes, limited to the preparation of the first four
members of the homologous series (peroxyformic, peroxyacetic, peroxy-
propionic, and peroxybutyric acids) whose corresponding carboxylic
acids are soluble in aqueous hydrogen peroxide:!

H,SO,
RCO,H + H,0,(5090%) = RCO,H 4+ H,0

Sulfuric acid as solvent and catalyst turned out to be eminently sat-
isfactory for the preparation of peroxy acids from Cg-C,4 aliphatic car-
boxylic acids in almost quantitative yield.33. 3¢ Furthermore, diperoxy
acids (most previously unknown) were also obtained from dicarboxylic
acids using the same technique.3® Table 3 lists the peroxy acids pre-
pared; most of them are easily handled, beautifully crystalline solids,
readily soluble in selected organic solvents, but insoluble in water.

The sulfuric acid procedure had some major limitations, however.
It could not be used with stearic acid because of its insolubility. At-
tempts to increase its solubility by raising the temperature produced
carbonization and uncontrolled effervescence. Also, no one had reported
a direct method for the preparation of aromatic peroxy acids from the
carboxylic acids and hydrogen peroxide, and use of sulfuric acid as sol-
vent-catalyst resulted in complete failure owing to oxidative-sulfonation
and subsequent cleavage of the aromatic ring.
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Table 3—Long-Chain Aliphatic Mono-** and Diperoxy® Acids

Peroxy Acid . MP,°C Peroxide Oxygen, %
Peroxycaproic (Ce) 15 12.1
Peroxycaprylic (Cs) 31 9.98
Peroxypelargonic (C,) 35 9.18
Peroxycapric (C,o) 41 - 850
Peroxyhendecanoic (C,,) 48 7.98
Peroxylauric (C,) ) 52 . 740
Peroxytridecanoic (C,s) 54 6.95
Peroxymyristic (C,,) 56 6.54
Peroxypalmitic (C,s) 61 5.87
Diperoxyglutaric (Cs) — 19.5
Diperoxyadipic (Cs) - 17.9
Diperoxypimelic (C;) - 16.6
Diperoxysuberic (Cg) - 155
Diperoxyazelaic (C,) - 145
‘Diperoxysebacic (C,o) - 136
1,10-Decanediperoxycarboxylic (C3) — 12.2
1,14-Tetradecanediperoxycarboxylic (C,.) — 10.0

(a) Melting points of diperoxy acids are uncertain and are in range of 80-100°C.

In the late 1950’s, Leonard S. glbert developedAmethanesulfonic
acid as an alternative solvent-catalyst system.3%. 37 Methanesulfonic acid
is a strong acid and a good solvent for many organic compounds,
and it does not have the oxidation-sulfonation characteristics of sulfuric
acid. By substituting methanesulfonic acid for sulfuric acid, peroxy-
stearic acid and a wide variety of aromatic peroxy acids were prepared
in excellent yield directly from the carboxylic acid and hydrogen per-
oxide. Table 4 shows peroxy acids which were prepared by this proce-
dure, including some new chain substituted aliphatic peroxy acids. The
majority of these compounds are easy to handle, crystalline solids of
good stability.

Table 4—Peroxy Acids Prepared by Methanesulfonic Acid Procedure

Aromatic, M.P. °C Aliphatic, M.P. °C
Peroxybenzoic, 41.5 Peroxylauric, 52
p-t-Butylperoxybenzoic, 82 Peroxystearic, 65
p-Nitroperoxybenzoic, 138 (dec.) Peroxypalmitic, 61
o-Nitroperoxybenzoic, 95 Diperoxysebacic, 93
Diperoxyterephthalic, — 12-Hydroxyperoxystearic, 63
p-Cyanoperoxybenzoic, 127 a-Bromoperoxystearic, 41

a-Bromoperoxycapric, —




At least four dividends resulted from the work on the direct prep-
aration of new and unusual peroxy acids. First, the availability of rela-
tively stable, crystalline peroxy acids permitted a thorough study of
their physical properties and an unequivocal elucidation of their struc-
ture. This was accomplished primarily by infrared, dipole moment, x-ray
diffraction, molecular weight, and polarographic techniques.33: 38. 39
Peroxyacids are intramolecularly chelated monomers in solution, as
shown below:

O0...H
J
R——C o
N /

N/
o

This structure, first proposed by Giguere and Olmos for peroxyformic

and peroxyacetic acids,4® was shown in our laboratory to be the correct
one for all peroxy acids, and permitted a neat explanation for many of
their properties.

A second important dividend was the preparation of certain aro-
matic peroxy acids fondly referred to as “hot” peroxy acids because they
are so much more reactive than others. Aromatic peroxy acids with
electron-withdrawing groups in the ring (p-nitroperoxybenzoic acid) are
more powerful and faster oxidizing agents than those which have no sub-
stituents in the ring (peroxybenzoic acid) or have electron-donating
groups in the ring (p-methylperoxybenzoic acid). At the present time
the “hottest” aromatic peroxy acid appears to be p-nitroperoxybenzoic
acid as it contains an extremely strong electron-withdrawing group in
the para position to the peroxycarboxyl group. ’

The availability of “hot” peroxy acids permits the clean epoxidation
of compounds hitherto unoxidizable by peroxy acids. This result is ob-
tained because the desired oxidation occurs at a considerably enhanced
rate whereas the side reactions which reduce the yield are unaffected.
Thus, p-nitroperoxybenzoic acid will epoxidize a double bond about 10
times as fast as peroxybenzoic acid will and about 50 times as fast as
peroxyacetic acid. We, as well as many other investigators, are inter-
ested in using such “hot” peroxy acids for the selective as well as the
complete epoxidation of long-chain unsaturated compounds which have
not been efficiently epoxidized so far. Some examples are dehydrated
castor oil, fish oils, linseed oil and numerous synthetic compounds of in-
terest, such as 1,4-butenediol dioleate.

An interesting question is “What is the most reactive peroxy acid?”
Leonard S. Silbert and Elaine Siegel are attempting to answer this ques-

tion by preparing aromatic peroxy acids with two or ‘more powerful

electron-withdrawing groups in the ring, such as dinitroperoxybenzoic,
dicyanoperoxybenzoic, and pentafluoroperoxybenzoic acids.
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A third and totally unexpected dividend came out of the use of
‘methanesulfonic acid as a solvent-catalyst for preparing peroxy acids.
This was the great value of methanesulfonic acid as a solvent-catalyst|
for other acid-catalyzed organic reactions under investigation in our
laboratory.#1. 42 Other studies are still in progress and the results will be
published in due course. Some of the products obtained should play an|
important role in future surface-coatings and other polymer applications.

A fourth dividend was the discovery by Lefort, Paquot and Sorba#3
that thermal decomposition of aliphatic peroxy acids in certain solvents
at reflux in the absence of oxygen proceeds by a free-radical mechanism
with loss of carbon dioxide and formation of an alcohol with one less
carbon atom than in the original peroxy acid:

A
RCH;CO;H ———> RCH,0H 4 CO,

Since the even carbon number monoperoxy acids are easily prepared in
excellent yield from the carboxylic acids, straight-chain alcohols with an
odd number of carbon atoms are now easily obtained in two steps from -
the readily available and plentiful even carbon number carboxylic acids.

With diperoxy acids, two moles of carbon dioxide are lost and an
a,w-glycol is obtained with two less carbon atoms:44

HO,C—CH.— (CH,) ,—CH,—CO,H

lA

HO-CH,—(CH,) ,—CH,—~OH 4+ 2 CO,

Carbonium lon Reactions

One of the first carbonium ion reactions investigated in detail was
the Ritter Reaction,*3 studied by E. T. Roe. The Ritter Reaction is the
addition of nitriles to unsaturated compounds in strong acid media
usually concentrated sulfuric acid or a mixture of sulfuric and acetic
acid to form substituted amides, as illustrated below:

R R R R (R = Alkyl, aryl,
N\ / H,SO, N / or hydrogen
C=C + RCN ——os C-C R’ = Hydrogen, alkyl,
2 N 1IN alkenyl)
R R R | R
H-N H

|

C=0

l

R'

The reaction is extremely rapid, and yields of substituted amides are
frequently excellent. A wide range of olefins and nitriles are suitable. |



‘which is then attacked»by the electron-r_ich,center of the nitrile,
- In our extension of the Ritter:ilg,eaétion,43 it was shown that oleic

acid reacts with various nitriles to form N-substituted stearamides, as

‘shown in the accompanying equation;

CHy— (CH,) ,—~CH — CH— (CH,) .—CO,H  R'CN (R’ — .

- : H,50, : CH,, C.H;, CoH,, CH, = CH)

CH,— (CH,) »—CH~- (CH,) ,—CO,H
Nen
oo

l'i' x4y = ,i5)

Addition of acrylonitrile to oleic acid yielded an unsaturated, readily
polymerizable N-substituted ‘stearamide (R’ is CH, — cH in above

CH,;— (CH,) .—CH— (CH,) ,—~CO,H x4y = 15)
N_n
(’::0 ino—H.{.
R’
CH,— (CH,) .—CH~ (CH,) ,—CO,H
NH,

Since these amino acids are bifunctional they could serve as components
éf“a:'polyamide-fofming or other type of polycondensation reaction,
Hydrolysis of the N-substituted amides " was relatively slow (40
hours) at the boiling point of 509 sulfuric acid. we thought hydro-
Cyanic acid (HCN) might also add to the double bond of oleic acid to
produce formamidostearic acids, the hydrolysis of which should be more

facile:
CH,;— (CH,) +—CH = CH- (CH,) —CO,H + HCN

lH,SO.
CH,— (CH;) ,—(':H—- (CH,) ,—COH (x+y = 15)
N-H
|
H-C=0 J,A H,0-H,S0,

CH;— (CH,) -—CH~— (CH,) ,—~CO,H
NH,
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The prediction was borne out and formamidostearic acid can be rapidly
hydrolyzed with 50% sulfuric acid to aminostearic acids in excellent
yields in five hours.4”

So far as we know, there has been little industrial study of the Rit-
ter Reaction applied to long-chain unsaturated compounds. Considering
the variety of interesting polyfunctional products one can obtain readily
in high yield from oleic and other unsaturated fatty acids, this is a re-
-action worthy of commercial development. It is one of the new efficient
ways in which an amino group can be introduced into a long-chain.

At the same time that we were studying the introduction of the
amino group into a long chain, we became interested in efficient methods
for preparing monohydroxystearic acid from oleic acid as an alternate
method of converting a monofunctional carboxylic acid to a difunctional
substance. The best known methods of preparing monohydroxystearic
acids are summarized below: "

Castor Oil. 1. Hydrdgenation

3 Tydrolysis 12-Hydroxystearic acid (1)
Oleic Acid ‘1. Sulfuric acid (95%)
3 Hydrlér;:istempemwre_* Isomeric monohydroxystearic acids 2)
Oleic Acid 1. Epoxidation 9 ..
10) -Monohyd t d
2. Hydrogenation (10 ORyaroxXys ean’c aads @)
Oleic Acid .1. Sulfuric acid (95%)
High Temperature 4-Hydroxystearic acid )

2. Hydrolysis

From the chemists’ standpoint, reaction (1) is the cleanest as hydro-
genated castor oil contains about 90% or more of 12-hydroxystearic acid
(as glycerides) and simple hydrolysis and recrystallization produce a
high purity product. Castor oil is imported and we were interested in
domestic- sources of monohydroxystearic acids. Reaction (2) gives a
complex mixture of hydroxy acids in only fair yields, with no single
isomer predominating.48. 4® Reaction (3) gives high yields of a mixture
of only two closely related isomers, but it seemed inelegant to produce
an epoxide, with its own explicit uses, and then destroy it. Reaction (4) |
is a difficult one to carry out and results in considerable carbonization.
The isolation procedure is tedious and yields are poor (less than 30%
usually) . ' ' '

H. B. Knight undertook a study of the direct addition of formic
acid to the double bond of monounsaturated acids, :esters and al-
cohols.5% 51 The reaction yields about 70-80% of formoxy derivative in
about 15 minutes at the boiling point of formi¢ acid, with a catalytic
quantity of 70% perchloric acid. Hydrolysis yields the monohydroxy
derivative as shown: '



R—CH = CH-R’ HCO.H, R—CH,—CH—R’ H,0 R—CH,~CH-F
_ —_ |
19, HCIO, 0—C-H OH

I

From oleic acid, q:he product is almost exclusively a 50:50 mixture of ¢
and 10-monohydroxystearic acids. This reaction sequence is the mos
convenient for obtaining high quality 9 (10) -monohydroxystearic acid
from oleic acid. The reaction is also applicable to the preparation o
monohydroxy acids from other monounsaturated fatty acids.

4-Hydroxystearic acid, shown in Reaction (4) above, is derived ir
quantitative yield from its precursor, y-stearolactone, a compound knowr
for about 50 years. In spite of repeated efforts, its preparation has beer
improved only slightly since the’ original discovery by Zhukov and
Shestakov5? that oleic acid can be isomerized to the y-lactone by concen:
 trated sulfuric acid- at elevated temperature:

A ,
'CH,—(CH,) ,—CH = CH—(CH,) ,CO,H ————, CH,— (CH,) ,s—CH—CH,—CH,
H,S0, |

(Poor yield)

Recently, John Showell and Wilfred Noble53 and Joseph E. Cole-
man®* showed that 70% perchloric acid is a high speed, efficient isomeri-
zation reagent for the conversion of oleic acid and other C;3 monoun-
saturated and hydroxy acids to y-stearolactone in yields of 70% or
higher. .

Perchloric acid is effective because it is an efficient carbonium ion
producer under conditions which cause relatively little carbonization:
and polymerization, and isomerizatiqn becomes the dominant reaction.
Listed below are the carboxylic acids and esters which have been con-
verted to y-stearolactone by isomerization with 70% perchloric acid:

Oleic acid Methyl oleate ...
Elaidic acid 12-Hydroxystearic acid
Petroselinic acid 9 (10) -Hydroxystearic acid

In essence, the reaction. proceeds by generation of a carbonium ion at
the double bond or hydroxyl site, followed by a series of random hydride |
shifts. When the carbonium site is at the 4- (or y-) position, the geometry |
of the molecule favors ring closure to the 5-membered lactone ring:

CH, (CH,) x—CH— (CH,) ,~CO,Hz2CH, (CH,) ,,—CH—CH,—CH,—CO,H
+ +

(x+y = 15)
: - CH,— (CH,) 1,—CH—CH,—('3H2+H+

————C=0
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The reaction product is predominantly y-stearolactone but it also con-
tains small amounts of other lactones. Reaction is completed within 15
minutes to several hours using approximately one to two moles of 70%
perchloric acid per mole of fatty compound in the temperature range of
85° to 115°.

Uses for y-stearolactone have not yet been found but it. is quantita-
tively convertible to 4-hydroxystearic acid, a bifunctional _compound.
Polymers, plasticizers, and synthetic lubricants are the immediate and
obvious potential areas of use.

It is not known whether perchloric acid is the best isomerization re-
agent; it is a tremendous improvement over sulfuric acid. We are now
looking into other carbonium ion generators which should isomerize
oleic acid and other unsaturated or appropriately substituted acids at
an even faster rate.-. . .

For many years, we have been interested in the direct introduction
of a carboxyl group into a long-chain molecule, but reactions for ac-
complishing this purpose have not been readily obvious. Several years
ago, Koch and Haaf5% showed that olefins are carboxylated by reaction
with carbon monoxide and water or decomposing formic acid in strong
acid media at atmospheric or moderate pressure, as illustrated:

H.SO,
>C = CL 4+ HCO.H —————— >C-C<«

HO.C H
CO—H,0—H,S0, _ T

Koch’s work was devoted primarily to olefins and cycloolefins, and rela-
tively little work was reported with long-chain unsaturated fatty acids.
E. T. Roe?¢ studied: the carboxylation of unsaturated acids, and showed
that oleic, ricinoleic, undecylenic, and linoleic acid (and also oleyl al-
cohol) are readily carboxylated at atmospheric pressure either by pass-
ing gaseous carbon monoxide through a solution of the unsaturated
compound in 91-97% sulfuric acid or by causing formic acid to decom-
pose to carbon monoxide and water in a solution of the unsaturated acid
in sulfuric acid, as shown:

CH,— (CH.) :—CH — CH— (CH.) ;CO.H CO—H.0—
H.SO,

Oleic acid CH;— (CH.) .—CH— (CH.,) s—CO.H

CO.H x4y = 15)
Carboxystearic acid

CH, = CH—(CH,) ;CO,H —> CH,~CH— (CH,) ;CO,H (4 Isomers)
CO,H



Undecylenic acid
. CH, (CH;) ;CH—CH,—CH = CH-— (CH,) ;CO.H
OH
Ricinoleic acid N—
CH,; (CH,) ,CH = CH—CH,—CH = CH— (CH,) .CO,H

Linoleic acid ) :
CH; (CH,) ,—~CH—CH,—CH— (CH,) ,CO.H
I

O—————C =0 (x4y=13)

-+ Isomers

The product from oleic acid is the most easily accessible one as
oleic acid. is- the most readily available unsaturated acid of those shown.
The product, carboxystearic acid, can be converted into a series of mono-
and diesters with a wide range of alcohols. Esterification of the carboxyl
group in the chain, however, is much more difficult to carry out than
esterification of -the original carboxyl group, but once introduced the
ester group in the chain is more-difficult to hydrolyze.5¢ The resulting
diesters are interesting plasticizers? and are potentially of value in the
lubricant and polymer fields. The fact that each carboxyl group is es-
terified at vastly different rates is especially worth noting and could be
taken advantage of in the preparation of alkyds and other polyesters.

Thus far, the discussion, has been devoted almost entirely to ionic
reactions. Our group has also done considerable work in free-radical
chemistry. This work started approximately 20 years ago with an in-
vestigation of the autoxidation of oleic acid and its esters, but these
studies have been highlighted by a series of digressions, many of which
have paid handsome and unanticipated dividends.

Avutoxidation

~ Although the .autoxidation of fats and fat-derived substances has
been studied for over 100 years, investigations on highly purified long-
chain unsaturated compounds are comparatively recent.5: 5% Even on
simple substances, autoxidation processes are complex and the systems
dynamic. Therefore, the use of imipure starting materials must neces-
sarily result in failure to obtain useful and reproducible knowledge
about the processes involved.

Largely at the encouragement of W: C. Ault, we focussed our atten-
tion on pure unsaturated fatty esters and spent considerable time learn-
ing how to prepare substantial quantities of high quality materials using
the best techniques available to us at the time (urea complex separa-
tions, low temperature crystallizations, molecular and fractional distilla-
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tions, etc.) .60 61. 62,68 We quickly learned, however, that the explicit
course of even the simplest oxidation reactions, except in their grossest
aspects, could not be followed because little or no fundamental informa-
tion was available on the infrared and polarographic properties of fatty
esters and their primary oxidation products (peroxides), information
we considered essential if our work were to have enduring value. It be-
came necessary, therefore, to prepare a wide variety of known and an-
ticipated oxidation products and model compounds related to them be-
fore we could effectively study the autoxidation processes themselves.

H. B. Knight, who was actively involved in autoxidation problems,
began to prepare a large number of highly purified saturated and un-
saturated fatty compounds, some of their oxygenated products (epoxy,
keto, hydroxy derivatives) and organic peroxides for use as model com-
pounds in the development of new instrumental techniques for follow-
ing autoxidation reactions.

The first excursion utilizing a new instrumental technique was the
determination of the infrared absorption spectra of the pure compounds
we had prepared. It is amusing to relate that the infrared work, which
took several years to complete because automatic recording infrared spec-
trophotometers were not available then, could be completed in several
weeks today. The infrared investigations, conducted in collaboration
with O. D. Shreve, of E. I. du Pont de Nemours and Co., resulted in a
series of publications which were the first systematic studies on pure
fatty and model compounds containing a wide variety of functional
groups commonly encountered in autoxidizing fatty esters.64 65,66 Al
though examination of autoxidation mixtures by infrared techniques
immediately became more meaningful, it showed us in dramatic fashion
how very much more complicated the systems were than we had an-
ticipated. , ’

An exciting dividend came out of this infrared diversion. We pre-<ns1:XMLFault xmlns:ns1="http://cxf.apache.org/bindings/xformat"><ns1:faultstring xmlns:ns1="http://cxf.apache.org/bindings/xformat">java.lang.OutOfMemoryError: Java heap space</ns1:faultstring></ns1:XMLFault>